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SFMC/Letter/15/16/96 Date: 07/11/2015

00670/NTH(NR)/RPPT/12/11/2015

PPR pipe 32mm PN-16 SDR 7.4

Printed description on the pipe can be read as"PPR SDR 11 DN
32x4.4 mm.(PN16) IS 15801:2008(3layer)inner PPR with
antimicrobial additive middle-PPR Outer-PPR with UV
Stabilizer 3 mtrs length 18/07/15 B.N0.0150723

IS 15801:2008

10/11/2015

From: 13/11/2015 To: 04/12/2015

IS 12235(Part 8/Sec1)

Not Applicable

Sarmpling Procedure where relevant

Sanjay J nath Mahure

SA(Chemical)

Checked By
e
s i

Surendra Pal Kalia

Scientist-SB(RPT)*

Approved By

Suréndra Pal Kalia

Scientist-SB(RPT)

No. : NTH (NR)/GZB-5

Note : Please See Overleaf
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Sl. No. Test Name Test Result Limit
1 Internal Hydrostatic Satisfactory No signs of localized swelling,
pressure test for 22 leakage or weeping and shall
hours not burst
o opoft Nil
MHiote :
AT
Rermarks :  The sample meet the requirements of IS 15801:2008 for Polypropylene random
' copolymer pipe of 32 mm. in respect of Internal Hydrostatic pressure test carried out as
above.
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.: NTH (NR)/GZB-5 Note : Please See Overleaf

i gmye s amd 43045



